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5. Cementitious Materials Tests

Laboratory
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Taking and Preparing Samples BS EN 196

51 | of Cement Part 7 - NN NN - = VA - - -] - -

5.2 | Method of Sampling of Cement ASTM C183 NN VAN - = V= - a] =N -t -] -
Determination of Strength of BS EN 196

53 | cement Part 1 IR R S I A R S R R I

Compressive Strength of

5.4 Cement Mortars ASTM C349 o IR R O A A IR R R I B S B
. . BS EN 196

5.5 | Calcium Oxide Content Part 2-Cl. 13.14 \/ \/ \/ \/ \/ - | = \/ \/ - | - \/ \/ - \/ - | -
. . BS EN 196

5.6 | Magnesium Oxide Content Part 2-C1. 13.15 NN A NN - =NV ==V -] -] -
. . BS EN 196

5.7 | Aluminum Oxide Content Part 2—Cl. 13.11 \/ \/ \/ \/ \/ - | = \/ \/ - | - \/ \/ - \/ - | -
. . BS EN 196

5.8 | Ferric Oxide Content Part 2-Cl. 13.10 NIANIA NN == VN ==V =1 -] -
. BS EN 196

5.9 | Loss on Ignition Part 2-Cl. 7 \/ \/ \/ \/ \/ - | = \/ \/ - (= \/ \/ - \/ - o
- BS EN 196

5.10 | Impure Silica Content Part 2-CL. 13.283 | NIA =A==~ =-=]-1A]-]=]-]-=

5.11 | Pure SilichvGnteaitronik imzali sureting httgla%?eéﬁ%ﬂ)%;gvetradres{hdeng/3898c5e 6541-4ea$-88e3-337b.2421$5c kadu|ilecriseilirsiniz. \/ - - - -
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