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Determining the Rheological Properties ASTM D7175 _ *
6.14 using Dynamic Shear Rheometer (DSR) | AASHTO T315 VNN - N e - Y Y- SR I
Accelerated Aging of Asphalt Binder ASTM D6521 _ "
6.15 Using a Pressurized Aging Vessel (PAV) | AASHTO R28 VOV N - - - Y Y Y- -l -
Effect of Heat and Air on a Moving Film ASTM D2872 _ "
6.16 | of Asphalt (Rolling Thin-Film Oven Test) | AASHTO T240 VIV AN - - - Y Y- -l -
Multiple Creep and Recovery (MSCR) ASTM D7405 _
6.17 using Dynamic Shear Rheometer (DSR) | AASHTO TP70 VIV AN - - - Y Y- B R B
Water in Petroleum Products and
6.18 | Bituminous Materials by Distillation ASTMD95 | N |V [ = - [N N e - Ve N A
6.19 | Separation Tendency of Polymers ASTMD7173 | | |V | = | - | = | = [ = | =N | N || -|=|-|=]-]-=
- . . ASTM D5546
6.20 | Solubility of Binders in Toluene AASHTO T42 BB Nl == =lal =N =|=-]=]-[=]|-]-
. . ASTM D6723
6.21 | Direct Tension Test AASHTOT314 | = | = | = | == |-|=|-[=|-|=|-|=|-|=]|"-]-=
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