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10. Non Destructive Tests

Laboratory
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10.1 | Falling Weight Deflectometer ASTMD4694 | = |\ [N | = = |- = | -] = N |[=|-[=|~N]-]-]-
10.2 | Road Profilometer (IRI) ASTM E950 SO RV eV N N s PV 0 ISV A U B RV B B B
10.3 | Pavement Quality Indicator ASTM D7113 S TR S IR (Y U I U O AR D N B NS (S B

Rebound Hammer Test for
104 | fo0unC AstMc805 | A [ V[ - = - = [N =] VAN VI]A N
10.5 | Concrete Cover Determination BS 1881 \/ \/ \/ \/ \/ - - - \/ \/ \/ - = - \/ - -
Part 204
10.6 | Ultrasonic Pulse Velocity BS E2r32504 N VA - - - NN VA - A - \/ - | -
10.7 | Crack Width Gauge GaugeManual |\ |V || - || -] = | -| =] = [=«|=|=|-]=]-]-=
10.8 | Crack Measurement Microscope Microscope NN A - A - - - | = SV RS S R B O I
Manual
10.9 | Pile Integrity (Pulse Echo Test) ASTM D5882 U RV (VA R ) A s RV A R (A I T 1 I e
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