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Non Destructive Tests (Cont.)
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10.11 | Pile Dynamic Test ASTMD4945 | = | N || = | = | = [ =[N | =] =] =] =[] ]a]|-1]-=
10.12 | Caliper Logging of Borehole ASTMD6167 | = | N | = | = | = | = =| = =] | |- =] -[A]|-]-
10.13 | Coating Pull-Off Test ASTMD4541 | | N [N | - | = | - | = |~V |~N|=-|=|=-=]-]~|-] =
10.14 | Coating Thickness Measurement ASTM D7091/ - \/ = | = =] =] =] = \/ - | = - = - \/ - -
D6132
10.15 | Holiday Detection of Coating ASTBII;?;;IS? / S0 EVAN I B I 0 HEVAN R R e I I ) I
10.16 | Magnetic Particle Inspection AgSMTlgn-ES?eocgc U VI I IR B R B I R IR ) IR - \/ - =
10.17 | Dye Penetration Test Agsl\;IrIIEW-ES‘Ichsc S0 BEVEN B B L I I B IR B I Y -
Notes: - It is the responsibility of the Engineer and Consultant to ensure the materials testing laboratory proposed by the Contractor is totally independent and has no
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