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S.NO Laboratory Project Field Test Standard
1 ACES Roads 2. Concrete Tests (*)Making and Curing of Specimen BS EN 12390
&Infrastructure for Strength Test Part 2
In Doha N . BS EN 12350
Industrial Area- (*)Sampling of Fresh Concrete Part 1
Package - 01 *
g E: Z)'I;]ecsrte :Zr Temperature of Fresh ASTM C1064
. . BS EN 12390
(*)Density of Hardened Concrete Part 7
(*)Shape and Dimensions of BS EN 12390
Specimen Part 1
(*)Compressive Strength of BS EN 12390
Concrete Specimens Part 3
* BS EN 12350
(*)Slump Test Part 2
3. Asphalt Tests (*)Quantitative Extraction of
Bitumen from Bituminous Paving ASTM D2172
Mixtures
gm:ﬁl;num Specific Gravity and ASTM D2041
fw)ii?ur:lgslmg of Bituminous ASTM D979
(*)Sampling Compacted
Bituminous Mixtures for ASTM D5361
Laboratory Testing
(*)Preparation of Specimens Using ASTM D6926
Marshall Apparatus
(*)Mechanical Size Analysis of ASTM D5444
Extracted Aggregate
(*)Marshall Stability and Flow of ASTM D6927
Bituminous Mixtures
Evrakin elektronik imzali suretine http://e-belge.gth.gov.tr adresinden 2389805e-6541-4ee6-8Qe§B’3§|]R.‘Zg?ﬁé%'ﬁf@t{ggg\ﬁﬁpgp{amz.
BELGENIN ASLI ELEKTRONIK iMZALIDIR. Density ASTM D2726
(*)Thickness of Asphalt Specimen ASTM D3549
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