IEE=
RESHOHAL

J bl § iy b
Qatar Deserves The Best

Aalad) Jdly i

Aadldl g Bagadl 5040
ol pidial) AB) pa Ban g - ) pidial) acid

S.NO Laboratory Project Field Test Standard
3 ACES Design & 1. Concrete Tests (*)Sampling of Fresh BS EN 12350
Construction Of Al Concrete Part 1
Bustan Street North (*)Slump Test BS EN 12350
(P007-C7 P2) : : Part 2
(*)Making and Curing of BS EN 12390
Specimen for Strength Test Part 2
(*)Shape and Dimensions of BS EN 12390
Specimen Part 1
(*)Compressive Strength of BS EN 12390
Concrete Specimens Part 3
(*)Density of Hardened BS EN 12390
Concrete Part 7
(*)Obtaining and Testing of BS EN 12504
Drilled Cores Part 1
2. Asphalt Tests §VI)i§fuT§slmg of Bituminous ASTM D979
(*)Sampling Compacted
Bituminous Mixtures for ASTM D5361
Laboratory Testing
f) L?Izlilt(ySpemflc Gravity and ASTM D2726
( )MaX|mu.m Specific Gravity ASTM D2041
and Density
(*)Quantitative Extraction of
Bitumen from Bituminous ASTM D2172
Paving Mixtures
(*)Mechanical Size Analysis
of Extracted Aggregate ASTM D3444
(*)Preparation of Specimens
Using Marshall Apparatus ASTM D6926
(*)Marshall Stability and Flow s 692
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BELGENIN ASLI ELEKTRONIK iMZALIDIR. *\Thi
(s )Thllckness of Asphalt ASTM D3549
pecimen
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