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S.NO Laboratory Project Field Test Standard 
5 
 

ACES 
 

Construction and 
upgrade of 
Mesaimeer Road 
(P008-C3) 

1. Aggregate Tests  (*)Sampling of Aggregates ASTM D75 

(*)Reducing Samples to 
Testing Size ASTM C702 
(*)Sampling of Aggregates 
(From Heaps) 

BS 812 
Part 102 

(*)Particle Size Distribution ASTM C136 

(*)Material Finer than 0.075 
mm ASTM C117 

(*)Determination of Specific 
Gravity and Water Absorption 
of Fine Aggregate 

ASTM C128 

(*)Determination of Specific 
Gravity and Water Absorption 
of Coarse Aggregate 

ASTM C127 

(*)Flat and Elongated 
Particles ASTM D4791 

(*)Clay Lumps and Friable 
Particles ASTM C142 

(*)Material Finer than 0.063 
mm 

BS EN 933 
Part 1 

(*)Determination of Shell 
Content 

BS EN 933 
Part 7 

(*)Determination of 
Aggregate Crushing Value 

BS 812 
Part 110 

(*)Determination of Ten 
Percent Value 

BS 812 
Part 111 

(*)Sieve Analysis of Mineral 
Filler ASTM D546 Evrakın elektronik imzalı suretine http://e-belge.gtb.gov.tr adresinden 23898c5e-6541-4ee6-88e3-387b2481595c kodu ile erişebilirsiniz.

BELGENİN ASLI ELEKTRONİK İMZALIDIR.

Evrakın elektronik imzalı suretine http://e-belge.gtb.gov.tr adresinden 0d1613f4-64c8-402e-abeb-d63115c6fe43 kodu ile erişebilirsiniz.

BELGENİN ASLI ELEKTRONİK İMZALIDIR.
5070 sayılı kanun gereğince güvenli elektronik imza ile imzalanmıştır.ID: babf8f47-c888-45d1-9ef8-2463add75ac5-54190941. Bu kod ile https://evrak.tim.org.tr/evrakdogrulama adresinden doğrulayabilirsiniz.


