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2. Aggregate Tests 

(*)Particle Density and Water 
Absorption (10mm aggregate 
and smaller) 

BS 812 
Part 2–5.5 

(*)Particle Density and Water 
Absorption (5-40mm 
aggregate) 

BS 812 
Part 2–5.4 

(*)Determination of Specific 
Gravity and Water 
Absorption of Fine 
Aggregate 

ASTM C128 

(*)Los Angeles Abrasion 
ASTM 

C131/ASTM 
C535 

(*)Flakiness Index BS 812 
Part 105.1 

(*)Elongation Index BS 812 
Part 105.2 

 
3. Concrete Tests 

(*)Compressive Strength of 
Concrete Specimens 

BS EN 12390 
Part 3 

(*)Density of Hardened 
Concrete 

BS EN 12390 
Part 7 

(*)Shape and Dimensions of 
Specimen 

BS EN 12390 
Part 1 

(*)Sampling of Fresh 
Concrete 

BS EN 12350 
Part 1 

(*)Making and Curing of 
Specimen for Strength Test 

BS EN 12390 
Part 2 

(*)Slump Test BS EN 12350 
Part 2 

Evrakın elektronik imzalı suretine http://e-belge.gtb.gov.tr adresinden 23898c5e-6541-4ee6-88e3-387b2481595c kodu ile erişebilirsiniz.

BELGENİN ASLI ELEKTRONİK İMZALIDIR.

Evrakın elektronik imzalı suretine http://e-belge.gtb.gov.tr adresinden 0d1613f4-64c8-402e-abeb-d63115c6fe43 kodu ile erişebilirsiniz.

BELGENİN ASLI ELEKTRONİK İMZALIDIR.
5070 sayılı kanun gereğince güvenli elektronik imza ile imzalanmıştır.ID: babf8f47-c888-45d1-9ef8-2463add75ac5-54190941. Bu kod ile https://evrak.tim.org.tr/evrakdogrulama adresinden doğrulayabilirsiniz.


