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S.NO Laboratory Project Field Test Standard
1 Gulf Labs Dukhan Road — 1. Soil Tests (*)Determination of Moisture ASTM D2216
East Contract Content
(*)Particle Size Distribution ASTM D6913
(*)Lab Compaction Test using
Modified Effort ASTM D1557
(*)Liquid Limit, Plastic Limit and
Plasticity Index of Soil ASTM D4318
(*)Determination of California
Bearing Ratio (CBR) ASTM D1883
(*)Sand Equivalent Value ASTM D2419
(*)Materials Finer than No. 200
(0.075mm) Sieve ASTM D1140
(*)Determination of Moisture BS 1377
Content (Oven Drying) Part 2: Sec. 3.2
(*)Particle Size Distribution BS 1377
(Wet Sieving Method) Part 2: Sec. 9.2
(*)Particle Size Distribution BS 1377
(Dry Sieving Method) Part 2: Sec. 9.3
y . . BS 1377
(*)Dry Density/Moisture Content Part 4
Relationship :Sec.3.5/3.6
(*)Determination of Liquid Limit BS 1377
(Casagrande Method) Part 2: Sec. 4.5
(*)Determination of Plastic Limit BS 1377
and Plasticity Index Part 2: Sec. 5
(*)Determination of California BS 1377
Bearing Ratio (CBR) Part4: Sec. 7
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BELGENIN ASLI ELEKTRONIK iMZALIDIR. (Nuclear Gauge Method) Part 9: Sec. 2.5
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