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11 | Gulf Labs Dukhan Road - 3.Concrete Tests (*)Test for Temperature of Fresh ASTM C1064
East Contract Concrete _
(*)Making a_nd Curing of Concrete ASTM C31
Tests Specimen
4_Asphalt Tests (*)Sampling of Bituminous Mixtures ASTM D979
(*)Sampling Compacted Bituminous
Mixtures for Laboratory Testing ASTM D5361
( )Ma?(lmum Specific Gravity and ASTM D2041
Density
(*)Bulk Specific Gravity and Density ASTM D2726
(*)Density of Bituminous Concrete
in Place by Nuclear Methods ASTM D2350
(*)Sieve Analysis of Mineral Filler ASTM D546
(*)Preparation of Specimens Using ASTM D6926
Marshall Apparatus
( ?Mar_shall Sta_lblllty and Flow of ASTM D6927
Bituminous Mixtures
(*)Bulk Specific Gravity and Density ASTM D1188
Using Coated Samples
(*)Thickness of Asphalt Specimen ASTM D3549
(*)Quantitative Extraction of
Bitumen from Bituminous Paving ASTM D2172
Mixtures
( ?Ap_pllcatlon Rate of Bituminous ASTM D2995
Distributors
. . BS EN 12697
(*)Sampling of Asphalt Part 27
(*)Preparation of Samples for BS EN 12697
Testing Part 28
Specimen
. . BS EN 12697
o . . Preparation by Impact Compactor
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