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Field Test Name Test Method Location
Slabs of natural | Measurement of abrasion resistance EN 1341 Ankara

stone for

external paving

Sets of natural | Determination of the slip resistance EN 1342 Ankara
stone for Shape and dimensions EN 1342 Ankara
external paving | Measurement of abrasion resistance EN 1342 Ankara
Kerbs of Shape and dimensions EN 1343 Ankara

natural stone
for external

paving
Natural Stones | Determination of abrasion resistance EN 14157 Ankara
?t(ln\l:;sral Determination of compressive strength EN 1926 Ankara
products Determination of water absorption EN 1925 Ankara
coefficient by capillarity
Béhme Abrasion Test EN 14157 Ankara
Determination of the slip resistance EN 14231 Ankara
Determination of breaking load at dowel hole EN 13364 Ankara
Determination of resistance to ageing by thermal EN 14066 Ankara
shock
Determination of real density and apparent EN 1936 Ankara
density, and of total and open porosity (except real
density)
Determination of water vapour transmission EN ISO 12572 Ankara
properties
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